ART FILM - FAB

REVISIONS
UNLESS OTHERWI SE SPECIFIED. APPLICABLE.
. ZONE| LTR DESCRIPTION DATE |APPROVED
13.X] ALL OUTER LAYERS USING A 18 mil TRACE WIDTH SHALL BE 500hms SINGLE ENDED. X+ - 2.9%W+/- 10%
NOTES PRECEDED BY AN UNMARKED NOT
14 [ JALL INNER LAYERS USING A X . XX mil TRACE WIDTH SHALL BE 50o0hms SINGLE ENDED.[ | 4/- 5%X]+/- 10%
1. APPLICATI ON DESIGN, MANUFACTURI NSPECTI ON DOCUMENTS. 15.x] ALL OUTER LAYERS USING A 16 mil TRACE WIDTH AND 10 mil GROUND SPACING SHALL BE
| PC-2221A & 1 PC-2222 | STANDARD FOR BOARDS AND RIGID
50o0hms SE CoPLANER. X)+1 - sw [ l+1- 10%
PRINTED BOARD ASSEMBLIES. Lo [ _ .
| PC-6012B { OQUALIFICATI ON S ERFEORMANCE . ALL I NNER LAYERS USING A X . XX mil TRACE WIDTH AND X . XX mil SPACING SHALL BE
PRINTED BOARD. 100o0hms DIFFERENTIAL. | |+/- 5% X|+/- 10%
I PC-A-600G / ACCEPTABILITY BOARDS. 17. ALL THROUGH VIAS TO BE PLUGGED WITH NON-CONDUCTIVE EPOXY MATERI AL
2. HOLE SIZE APPLY AFTER PLATI TOLERANCE PLUGGED VIAS TO BE PLATED AFTER PLUGGING TO PRESENT FLAT SURFACE TO DEVICE
3. REGISTRATION TOLERANCE: ARTWORK +1 - NO POTHOLES
CENTERS MENSIT ON 18.X) ALL INNER LAYER UNCONNECTED PADS SHALL BE REMOVED.
4. MI NI MUM COPPER WALL THICKNESS
FOR ALL PLATED THROUGH BREAKOUT NOT ALLOWED. 19. PWB MUST BE ROHS COMPLIANT AND SURVIVE LEAD FREE ASSEMBLY,
MAX REFLOW OF 260 DEGREES C 6 PASSES
5. PROCESS AND MATERIAL MUST CONFORM MATERI AL ( )
OR EXCEED UL FLAMMABILITY
MATERIAL:_ ] SINGLE SIDED, /] DOUBLE SIDED, X! MULTI -
SEE LAYER STACKUP PREG THICKNESSES, COPPER 02
AND MATERIAL. NI SHED THI CKNESS:
6. X/ MANUFACTURE'S UL MARKI FLAMMABI LI TY LOGO AND
TO BE PLACED IN SILKSCREEN BOTTOM DE
7. SMOBC/ENIG: 2 - 4 ulN OVER NI CKEL
8. SOLDERMASK BOTH SIDES USI EQUI VALENT)
9. SILKSCREEN LITopr sipelX] BoTH USING L] YELLow X] whHiTE
REGI STRATI ON TOLERANCE
10. P.C. BOARD TO BE FREE OF NGER
11. BOARD WARPAGE: WARP AND EXCEED
MEASURED AT ANY LOCATI ON RECTION ON
12. BOARD MUST BE 100% ELECTRICALLY TESTED TO ENSURE SHORTS RCUITS.
TOP
LAYER 1 _
= Copper Foil 0.50z / Plate to 1.00z min Layer 1
PCL-370HR — Pre-preg 10.86 mi/ (material)
LAYER 2 — ‘
PCL-370HR }< Core 34.8 mill.00z [/ 1.00z Layer 2 & 3
] \
LAYER 3 =
PCL-370HR — Pre-preg 10.86 mi/ (material)
— = Copper Foil 0.50z / Plate to 1.00z min Layer 4
LAYER 4
BOTTOM
DRILL CHART: TOP to BOTTOM
ALL UNITS ARE I N MILS
FI GURE SI1 ZE TOLERANCE PLATED QT Y
@ 8.0 $0.0/-0.0 PLATED 393
® 10.0 $0.0/-0.0 PLATED 65 2
® @
12.0 $0.0/-0.0 PLATED 284
™
38.0 $0.0/-0.0 PLATED 23
40.0 $0.0/-0.0 PLATED 9
oo ° 45.0 $0.0/-0.0 PLATED 4
C) 120.0 +3.0/-3.0 PLATED 2
@ 125.0 +0.0/-0.0 PLATED 4
@ 140.0 £3.0/-3.0 PLATED 1
® 18.0 $0.0/-0.0 NON-PLATED 2
®
UNLESS OTHERWI SE SPECIFIED CONTRACT NO.
DI MENSI ONS ARE IN |INCHES TEXAS I NSTRUMENTS | NC
TOLERANCES ARE:
FRACTI ONS DECI MALS ANGLES
XX 4+ - 01 APPROVALS DATE
+ - + -
XXX +/[-.005 DRAWN LYNN WITTER 11-18-13
FABRI CATI ON DRAWI NG
MATERI AL CHECKED
SEE NOTE s TRF3722 EVM
EI NI SH SI ZE |CODE IDENT NO. DRAWING NO. REV.
SEE NOTE 7, 8, 9
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